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CUSTOMER NAME: CHEMIX GLOBAL SDN BHD 

Sample Name : ROXGARD PAINT PROTECTION FILM  

Material and Mark : TPU 
Other Information : COUNTRY OF ORIGIN: USA 

Above information and sample(s) was/were submitted and confirmed by the client. SGS, however, 
assumes no responsibility to verify the accuracy, adequacy and completeness of the sample 
information provided by client. 

*********** 
Date of Receipt  : Jun 30, 2023   

Testing Start Date  : Jun 30, 2023   

Testing End Date : Jul 12, 2023    

Test result(s)    : For further details, please refer to the following page(s) 
(Unless otherwise stated the results shown in this test report refer only to 
the sample(s) tested) 

Signed for 
SGS-CSTC Standards Technical  
Services Co., Ltd. GZ Branch Testing 
Center 

Quincey lee 
Authorized signatory 

ADDRESS: UNIT 202, 2/F, DINA HOUSE, 11 DUDDELL STREET, CENTRAL, 
HONG KONG 

GZIN2307048127PS
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Summary of Results: 

No. Test Item  Test Method Result Conclusion  

1  Gloss BS EN ISO 2813:2014  20°geometry: 103  /  

Note: Pass : Meet the requirements; 

Fail : Does not meet the requirements; 

/ : Not Apply to the judgment. 

Original Sample Photo: 

Sample A 
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Test Item: Gloss 

Sample Description: Film
Test Method: BS EN ISO 2813:2014 

Test Condition: 

Geometry: 20° 

Test Result: 

Sample Gloss 

A 103 

Test Photo: 

During test Tested sample 

Equipment Information:  

Equipment Model Equipment No. Calibration date 
Next Calibration 

date 

Specular Gloss 

Meter 
4446 GZMR-AG-E119 2023-01-07 2024-01-06 

******** End of report******** 


